Report Date :  7/21/2016

Material Testing Result

CONCRETE
57LMST 1IN LIMESTONE #57
Sample ID : Agg16-108 Plant :
Sample Date : 7/20/2016 Customer :
Sample By MICHAEL WARD Attention :
Supplier : MARTIN MARIETTA MATERIALS Project :
Supplier Source MARTIN MARIETTA MATERIALS Specification : MDOT COARSE 57
Supplier Reference No :
Grading
Sieve Mass Cumulative % % Passing Specification % Pass
(mm) Retained Mass Retained Min Max
1-1/2" 0 V] 0 100 100 100
1" 231.54 231.54 2 98 80 100
172" 5307.26 7500.08 59 41 25 60
No. 4 2401.66 12321 56 96 4 0 10
No. 8 213.38 12534.94 98 2 0 5
Initial Sample Mass 0g Percentage Fines % Absorption 113 %
Mass Retained on #200 ;
After Wasr:ing 0g Fineness Modulus 6.72 Agg Moisture %
Mass in Pan | 207,34 @ Bulk Specific Gravity 2.79
Grading Chart
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Tested By : \f : ;’/7,'( v/ t“{/ o7 Approved By : 0 i e LL/ oo
Date : 712012016 Date : 712112016

Certification Number :



